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Activated Bentonite	           Fe Doping Solution
			      Fe(NO3)3.9H2O + NaOH
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Controlled Bentonit	Al	Si	K	Ca	Fe	15.05	56.6	1.06	4.2699999999999996	21.3	Fe (III) Doped onto Bentonite	Al	Si	K	Ca	Fe	7.6	29.3	0.34	3.34	59.11	Metals

Metal Composition (%)


Controlled Bentonite	20	30	40	50	60	70	3.9769999999999994	4.6049999999999995	5.2329999999999997	6.1629999999999994	7.1859999999999991	7.3490000000000002	 Fe (III) Doped onto Bentonite	20	30	40	50	60	70	2.2325999999999997	16.744199999999996	13.837200000000001	13.093	16.465099999999996	17.837199999999999	Time (minutes)

% Adsorption
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